NAN  PAR z°

The gold nanoparticle for nanotechnology

Certificate of Analysis
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mL

Nanopartz Gold Nanorodz
A12-25-780-CTAB-DIH-1-25
12N671-13528

Gold Colloid
CTAB
18MEG DI Water
12H139A
measured UV/VIS 785
measured UVIVIS 1.2
measured UV/VIS 515
measured UV/VIS 0.3
measured Expt. 7
measured DLS 32
measured TEM 25
measured TEM 87
calc 3.5
calc 8.1E+10
calc 0.060
calc 60
calc 0.0060%
calc 0.134
calc 8.9E+09
measured 5
measured 25
1/13/2024
7/11/2024

Alex Schoen, Manager Quality Control
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