NAN  PAR z

The gold nanoparticle for nanotechnology
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Nanopartz Gold Nanobipyramids
A1B-780-CIT-DIH-1-5

SPEC
Gold Colloid
Citrate
18MEG DI Water
Y1P
measured UV/VIS 780
measured UV/VIS 1.1
measured UV/VIS 517
measured UV/VIS 0.25
measured Expt. 7
measured DLS -34
measured TEM 30
measured TEM 100
calc 3.3
calc 4.0E+10
calc 0.055
calc 55
calc 0.0055%
calc 0.067
calc 1.7E+10
measured 5
measured 5
12/10/2023
3/9/2024

Chris Sievers, Manager Quality Control
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